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EA Engineering Science & Technology Job Name: District of Columbia Public Schools Chain Of Custody: 62234
A—ddress:v 15 Loveton Circle Job Location: Miner Elementary School - #280 Date Analyzed: 4/5/99
Sparks, Marytand 21152 Job Number: 60957.31 Person Submitting: Christina Vodak
P.O. Number: Not Provided v
Attention: Kris Hoiem _ Page | of 6
Summary of Polarized Light Microscopy
AMA Sample Client Total Chrysotile Amosite Crocidolite Other Mineral  Fiberglass Organic Synthetic  Other  Particulate Sample Analyst Comments
Number Sample #  Asbestos Percent Percent Percent Asbestos Waaol Percent Percent  Percent  Percent Percent Color ID
Perecent Percent

9921785 280-01A 45 45 - -- - 3 - 30 - - 22 Gray AM
9921786 280-01B - - - - - -- - - - - - AM Sample Not Analyzed
9921787 280-01C -- -~ - -- -- -- - -- - -- -- AM Sample Not Analyzed
9921788 280-02A 65 65 - - - - - 10 - - 25 Gﬁ\y AM
9921789 280-02B - - -- S - -- - - -- -- - - AM Sampie Not Analyzcd
9921790 280-02C - - -- - -- -- -- -- - - -- AM Sample Not Analyzed
9921791 280-03A 60 35 25 - - - - -- - -- 40 White AM
9921792 280-038 -- - -- - ~ -- -- -- - - -- AM Sample Not Analyzed
9921793 280-03C - - - - - - - - - - - AM  Sample Not Analyzed
9921794 280-04A 43 43 - - - 12 - - - - 45 Gray AM
9921795 280-04B - - - - o - - - - - - AM  Sample Not Analyzed
9921796 280-04C - - - - - - - -- - - -- AM  Sample Not Analyzed
9921797 280-06A NAD - - - - TR - 2 - - 98 White AM
9921798 280-06B NAD - - - - - - TR - - 100 Beige AM
9921799 280-06C NAD - - - - TR -- TR - - 100 Off-White AM
9921800 280-06D NAD - - - - -- - TR - - 100 Off-White AM
9921801 280-06E NAD - - - - - -~ TR - - 100 Off-White AM
9921802 280-06F NAD - - - - - - TR - - 100 Beige AM

This report applies only to the sample, or samples, investigated and is not necessarily indicative of the quality or condition of apparently identical or similar products. As a mutual protection to clients, the public and these Laboratories,
this report is submitted and accepted for the exclusive use of the client to whom it is addressed and upon the condition that it is not to be used, in whole or in part, in any advertising or publicity matter without prior written authorization
from us. Sample types, locations and collection protocols are based upon the information provided by the persons submitting them and, unless collected by personnel of these Laboratories, we expressly disclaim any knowledge and
liability for the accuracy and completeness of this information. Residual sample material will be discarded in accordance with the appropriate regulatory guidelines, unless otherwise requested by the client. NVLAP Accreditation

applies only to polarized light microscopy of bulk samples and transmissinn electron microscopy of air samples.

An AIHA (#8863), NVLAP (# 1143), & New York ELAP (#10920) Accredited Laboratory
4475 Forbes Blvd. -Lanham, MD 20706+(301) 459-2640 Toll Free (800) 346-0961+ Fax (301) 459-2643

All rights reserved. AMA Analytical Services, Inc.
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Client: . " EA lingineering Science & Technology Job Name: District of Cotumbia Public Schools Chain Of Custody: 62234 A l HR
Address: 15 Loveton Circle Job Location: Miner Elementary School - 4280 Date Analyzed: 4/5/99
Sparks, Maryland 21152 Job Numbcr: 60957.31 ’ Person Submitting: Christina Vodak
P.0. Number: Not Provided .
Attention: Kris {{oiem Page 20f 6

Summary of Polarized Light Microscopy

AMA Sample Client Total Chrysotile  Amosite Crocidolite Other Mineral  Fiberglass Organic Synthetic  Other Particulate Sample Analyst Comments
Number Sample#  Asbestos Percent Percent Pereent Asbestos Wool Percent  Percent  Percent  Percent Percent Color D
' Percent Percent

9921803 280-06G NAD -- - - - - -- TR -- - 160 Off-White AM
9921804 280-09A NAD - - - - - - TR - - 100 Red AM
9921805 280-09B NAD - - -~ - - - TR - -- 100 Red AM
99218006 280-10A NAD - .- - - -~ - 10 -~ -~ 90 Beige AM
9921807 280-10B  NAD - - - - -~ - 25 - - 75 Black AM
9921808 280-11A 2 2 -- -- -~ -- -~ TR -- -- 98 Off-White AM
9921809 280-1113 - -~ - -- - - - - - - - AM  Sample Not Analyzed
9921810 280-12A NAD - - - - -~ - 2 - - 98 Black AM
9921811 280-12B NAD - - - -- - - 10 -- - 90 Black AM
9921812 280-13A . NAD -- -~ -- -- - -- TR - - 100 White AM
9921813 280-13B NAD - -~ - - - - TR - - 100 White AM
9921814 280-13C . NAD - - - - -- - TR - - 100 White AM
9921815 280-14A NAD -- - B - - - 10 -~ - 90 Black AM
9921816 280-14B NAD - - - -- -~ - 5 - - 95 Black AM
9921817 280-14C NAD - - - - - - 6 - - 94 Black AM
9921818 280-19A NAD - -- - -~ 10 - 60 -- - 30 Gray - AM
9921819 280-19B NAD -- - - - 5 -- 60 - - 35 Gray AM
9921820 280-19C NAD -- -- - -- 10 - 20 - -~ 70 Gray AM

This report applies only to the sample, or samples, investigated and is not necessarily indicative of the quality or condition of apparently identical or similar products. As a mutual protection to clients, the public and these Laboratorie
this report is submitted and accepted for the exclusive use of the client to whom it is addressed and upon the condition that it is not to be used, in whole or in part, in any advertising or publicity matter without prior written authorizatic
from us. Sample types, locations and collection protocols are based upon the information provided by the persons submitting them and, unless collected by personnel of these Laboratories, we expressly disclaim any knowledge a
liability for the accuracy and completeness of this information. Residual sample material will be discarded in accordance with the appropriate regulatory guidelines, unless otherwise requested by the client. NVLAP Accreditati

applies only to polarized light microscopy of bulk samples and transmission electron microscopy of air samples. All rights reserved. AMA Analytical Services, [
An AIHA (#8863), NVLAP (# 1143), & New York ELAP (#10920) Accredited Laboratory
O 4475 Forbes Blvd.Lanham, MD 2()706-(3()"r -2640 +Toll Free (800) 346-0961+ Fax (301) 459-2643 Q
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CERTIFICATE OF ANALYSIS
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EA Engineering Science & Technology Jab Name: District of Columbia Public Schools Chain Of Custody: 62234
Address: 15 Loveton Circle Job Location: Miner Elcmentary School - #280 Date Analyzed: 4/5/99
Sparks, Maryland 21152 Job Number: 60957.31 Person Submitting: Christina Vodak
P.O. Number: Not Provided .
Attention: Kris Hotem Page 3 of 6
Summary of Polarized Light Microscopy
AMA Sample Client Total Chrysotile  Amosite Crocidolite Other Mineral  Fiberglass Organic Synthetic  Other Particulate Sample Analyst Comments
Number Sample#  Asbestos Percent Percent Percent Asbestos Wool Percent  Percent Percent Percent Percent Color ID
Percent Percent

9921821 280-20A NAD - - - - 30 -- 30 - -- 40 Gray AM
9921822 280-21A NAD -~ - - - - - TR - - 100 Gray AM
9921823 280-22A NAD - - - -- -- - 5 -- - 95 Black AM
9921824 280-23A NAD -- - - -- - - TR - - 100 Beige AM
9921825 280-24A NAD - - -~ - - - 10 - 3 87 Black AM
9921820 - 280-25A 2 2 - - - - - 2 - - % Black AM
9921827 280-28A NAD -- - -- - - - 20 - - 80 Beige AM
9921828 280-288B NAD - - - -- - - 3 - -- 97 Beige AM
9921829 280-28C NAD ) - -- - -- - - 4 - -- 96 Beige AM
9921830 280-29A  NAD - - -- - TR - 3 - - 97 Gray AM
9921831 280-29B NAD - - -- - - - 2 -~ - 98 Off-White AM
9921832 280-31A NAD - - - - - - TR - - 100 Green AM
9921833 280-32A  NAD - - - - - - 15 - - 85  Black  AM
9921834 280-33A NAD - -- -~ - -- - -- - - 100 White AM
9921835 280-3313 TR TR -- - - -~ - TR - - 100 Oft-White AM
9921836 280-33C NAD -- - - - -- - 2 - - 98 Off-White AM
9921837 280-33D NAD -- - -- - -- - 2 - - 98 White AM
9921838 280-33E NAD - - - -- -- -- 2 - -- 98 Gray AM

This report applies only to the sample, or samples, investigated and is not necessarily indicative of the quality or condition of apparently identical or similar products. As a mutual protection to clients, the public and these Laboratories,
this report is submitted and accepted for the exclusive use of the client to whom it is addressed and upon the condition that it is not to be used, in whole or in part, in any advertising or publicity matter without prior written authorization
from us. Sample types, locations and collection protocols are based upon the information provided by the persons submitting them and, unless collected by personnel of these Laboratories, we expressly disclaim any knowledge and
liability for the accuracy and completeness of this information. Residual sample material will be discarded in accordance with the appropriate regulatory guidelines, unless otherwise requested by the client. NVLAP Accreditation
applies only to polarized light microscopy of bulk samples and transmission electron microscopy of air samples.

An AIHA (#8863), NVLAP (# 1143), & New York ELAP (#10920) Accredited Laboratory
4475 Forbes Blvd. «Lanham, MD 20706+ (301) 459-2640 < Toll Free (800) 346-0961+Fax (301) 459-2643

All rights reserved. AMA Analytical Services, Inc.




‘é! Electron & Optical Microscopy Services

EA Engineering Science & Technology

CERllrlbﬂlh NIB 4Rk va e

AlHN

Client: Job Name: District of Columbia Public Schools Chain Of Custody: 62234
Address: 15 Loveton Circle Job Location: Miner Elementary School - #280 Date Analyzed: 4/5/99
-Sparks, Marylard 21152 Job Namber: 60957.31 Person Submitting: Christina Vodak
P.O. Number: Not Provided !
Attention: Kris lHotem . Page4af 6
Summary of Polarized Light Microscopy
AMA Sample Client Total Chrysotile Amosite Crocidolite Other Mineral  Fiberglass Organic Synthetic ~ Other  Particulate Sample Analyst Comments
Number Sample#  Asbestos Percent Percent Percent Asbestos Wt 2t Percent Percent  Percent Percent Percent Color 1D
Percent  Pertent

9921839 280-33F NAD - - - - - - TR - - 100 White AM
9921840 280-33G NAD - - - - - - TR - - 100 White AM
9921841 280-34A NAD - - - -- 65 - 5 -- - 30 Gray AM
9921842 280-35A NAD -- - - -- - - 5 - - 95 Beige AM
9921843 280-36A 40 40 - - - - -- - 20 - 40 - Off-White AM
9921844 280-37A 60 - 60 - - - - TR - -- 40 Gray AM
9921845 280-37B - - - - - - - - - - - AM  Sample Not Analyzed
9921846 280-37C - - - - - - - - - - - AM  Sample Not Analyzed
9921847 280-37D - - - -~ - - - - - - - AM  Sample Not Analyzed
9921848 280-37E - - - - - - - - - - - AM  Sample Not Analyzed
9921849 280-38A 22 2 20 - -~ - - - - - 78 Off-White AM
9921850 280-38B -~ - - - - - - -- - - - AM  Sample Not Analyzed
9921851 280-38C - - - - - - - - - - - AM  Sample Not Analyzed
9921852 280-39A 70 40 30 - - - - - -- - 30 Off-White AM
9921853 280-39B - - - -- - . - - - - - AM Sample Not Analyzed
9921854 280-39C -- - - - ~- - - - - - - AM  Sample Not Analyzed
9921855 280-42A NAD - - - - - - 2 - - o8 Beige AM
9921856 280-45A NAD - - - - - - 2 -~ - 98 Beige AM

This report applies only to the sample, or samples, investigated and is not necessarily indicative of the quality or condition of apparently identical or similar products. As a mutual protection to clients, the public and these Laboratorier
this report is submitted and accepted for the exclusive use of the client to whom it is addressed and upon the condition that it is not to be used, in whole or in part, in any advertising or publicity matter without prior written authorizatio
from us. Sample types, locations and collection protocols are based upon the information provided by the persons submitting them and, unless collected by personnel of these Laboratories, we expressly disclaim any knowledge ar
liability for the accuracy and completeness of this information. Residual sample material will be discarded in accordance with the appropriate regulatory guidelines, unless otherwise requested by the client. NVLAP Accreditatic
applies only to polarized fight microscopy of bulk samples and transmission electron microscopy of air samples. All rights reserved. AMA Analytical Services, Ir

An ATHA (#8863), NVLAP (# 1143), & New York ELAP (#10920) Accredited Laboratory
O 4475 Forbes Blvd. Lanham, MD 20706-(3002640 ~Toll Free (800) 346-096 1+ Fax (301) 459-2643 _ O
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Job Name: District of Columbia Public Schools Chain Of Custody: 62234
Address: 15 Loveton Circle Job Location: Miner Elementary Schooi - #280 Date Analyzed: 4/5/99
Sparks, Maryland 21152 Job Number: 60957.31 Person Submitting: Christina Vodak
P.O. Number: Not Provided I
Attention: Kris Hoiem Page 5 of 6
Summary of Polarized Light Microscopy
AMA Sample Client Total Chrysotile Amosite Crocidolite Other Mineral  Fiberglass Organic Synthetic  Other  Particulate Sample  Analyst Comments
Number Sample #  Asbestos Percent Percent Percent Asbestos Wool Percent Percent Pereent Percent Percent Color ID
Percent Percent

9921857 280-45B NAD - - - -- - - 20 - - 30 Black AM
9921858 580-46/\ NAD - - - - - - TR - - 100 Beige AM
9921859 280-46B NAD -- - - -- - - 15 - - 85 Black AM
9921860 280-50A TR TR - - -- - -- 10 - - 90 Oft-White AM
9921861 280-53A  NAD - - - - - - TR -- - 100 Green AM
9921862 280-54A  NAD - - - - - - 5 - - 95 Black AM
9921863 280-S5A  NAD - - - - - - TR - - 100 Beige ~ AM
99218064 280-50A NAD - - - - - - 5 -- -- 95 Black AM
9921 86‘5 . 280-57A 30 10 20 - - - - - - - 70 Off-White = AM
9921866 280-57B -- - - - -- - -- - -- - - AM Sample Not Analyzed
9921867 280-57C - - - - - - -- - - - - AM  Sample Not Analyzed "
9921868 280-58A 65 65 - - - - - - - - 35 Gray AM
9921869 280-58B -- - - - - -- - - -- - - AM  Sample Not Analyzed
9921870 280-58C - - - -- - - - - -- - - AM  Sample Not Analyzed
9921871 280-59A NAD - -- -~ - - -- 20 - - 80 Brown AM
9921872 280-60A NAD - - -~ - - - 20 - - 80 Beige AM
9921873 280-61A NAD - - - - - -- 70 - - 30 Brown AM
9921874 280-62A NAD - - - - 30 - TR -~ - 70 Gray AM

This report applies only to the sample, or samples; investigated and is not necessarily indicative of the quality or condition of apparently identical or similar products As a mutual protection to clients, the pubhc and these Laboratories,
this report is submitted and accepted for the exclusive use of the client to whom it is addressed and upon the condition that it is not to be used, in whole or in part, in any advertising or publicity matter without prior written authorization
from us. Sample types, locations and collection protocols are based upon the information provided by the persons submitting them and, uniess collected by personnel of these Laboratories, we expressly disclaim any knowledge and
liability for the accuracy and completeness of this information. Residual sample material will be discarded in accordance with the appropriate regulatory guidelines, unless otherwise requested by the client. NVLAP Accreditation
applies only to polarized light microscopy of bulk samples and transmission electron microscopy of air samples.

An ATHA (#8863), NVLAP (# 1143), & New York ELAP (#10920) Accredited Laboratory
4475 Forbes Blvd. < Lanham, MD 20706+(301) 459-2640 - Toll Free (800) 346-0961« Fax (301) 459-2643

All rights reserved. AMA Analytical Services, Inc.
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Client: EA Enginecring Science & Technology Job Name: District of Columbia Public Schools Chain Of Custody: 62234
Address: 15 Loveton Circle Job Lecation: Miner Elementary Schoot - #280 Date Analyzed: 4/5/99
Sparks, Maryland 21152 Job Number: 60957.31 Person Submitting: Christina Vodak
P.O. Number: Not Provided
Attention: Kris Hoiem Page 6 of 6
Summary of Polarized Light Microscopy
AMA Sample Client Total Chrysotile  Amosite Crocidolite Other Mineral  Fiberglass Organic Synthetic  Other Particulate Sample Analyst Comments
Number Sample#  Asbestos Percent Percent Percent Asbestos Wogjy  Percent  Percent  Percent  Percent Percent Color 1D
Percent Percent
The following {oatnotes only apply to those samples which the total asbestos result is flagged with a note number.
1 TEM RECOMMENDATION - Please note, due to resolution limitations with optical microscopy and/or interference from matrix components of this sample, results which are reported via PLM as negative

or trace (<1%) for asbestus may contain a significant quantity of asbestos. It is recommended that the addilional analytical technique of TEM be used to check for asbestos fibers below the resolution

limits of optical microscopy.

2 MATRIX REDUCTION RECOMMENDATION - Pleasc note, due to interference from the matrix components of this sample, results which are reported via PLM as negative or trace (<1%) for asbestos
may contain a significant quantity of asbestos which is obscured from view. It is recommended that the additional preparation technique of gravimetric reduction be performed on this sample to minimize

the obscuring effcets of matrix components, followed by reanalysis by PLM and/or TEM.

Analysis Mcthad - EPA/600/R-93/116 dated July 1993

NAD = "No Asbestos Detected” TR = "Trace equuals less than 1% of this component"

Adam Marx

This report applies only to the sample, or samples, investigated and is not necessarily indicative of the quality or condition of apparently identical or similar products. As a mutual protection to clients, the public and these Laborz.nories
this report is submitted and accepted for the exclusive use of the client to whom it is addressed and upon the condition that it is not to be used, in whole or in part, in any advertising or publicity matter without prior written authorizatior
from us. Sample types, locations and collection protocols are based upon the information provided by the persons submitting them and, unless collected by personnel of these Laboratories, we expressly disclaim any knowledge an
liability for the accuracy and completeness of this information. Residual sample material will be discarded in accordance with the appropriate regulatory guidelines, unless otherwise requested by the client. NVLAP Accreditatio
All rights reserved. AMA Analytical Services, In

applies only to polarized light microscopy of bulk samples and transmission electran microscopy of air samples. .
An ATHA (#8863), NVLAP (# 1143), & New York ELAP (#10920) Accredited Laboratory
Q . 4475 Forbes Blvd.-Lanham, MD 20706+ (301" 2640 +Toll Free (800) 346-0961+Fax (301) 459-2643
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ManTech Environmental Corporation
1901 Research Blvd, Suite 240 » Rockville, MD 20850
Phone: (301) 315-0080 » FAX: (301)315-8188

This is to certify that
CHRISTINA VoDAK

has succéssﬁxlly completed an EPA approved bour_se and examination for

AHERA Building Inspeétor and Management Planner Refresher—8 Hours

and has completed training for accreditation under TSCA Title Il

June 15, 1998

Location of Training: = Rockville, MD

Certificate Number:  98-06-15-07 o - M Zu@u/»r

Instructor: Rachel Riley CET

Certificate Expires:  June 15,1999 . o | RM (Lt Pl

Exam Date:  June 15, 1998 ' : Course Director: Rachel M. lifley, CET

This Course Mects the Maryland State leaining Requirements (ManTech Approval #21-17-10).
. A ManTech International Corporation
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AEROSOL MONITORING & ANALYSIS, INC

THIS IS TO CERTIFY THAT

CHRISTINA M. VODAK

HAS MET THE ATTENDANCE REQUIREMENTS
AND SUCCESSFULLY COMPLETED
THE COURSE ENTITLED

8 HR EPA AHERA SUPERVISOR/COMPETENT PERSON RECERTIFICATION
FOR ACCREDITATION UNDER TSCA TITLE II

July 17, 1997 - — July 17, 1998
» ‘c s 4...
COURSE DATE I's / A . EXPIRATION DATE
.‘ ‘
%// ‘.:gpmmfzm:%
RUSH BARNETT & “7 Nl AR 032356
BB %'% > “»fﬁ'f-"‘g S/ |
COURSE DIRECTOR Pao.j;/ CERTIFICATE NO.

1331 Ashton Road > P.O. Box 646 Hanover, MD 21076 410-684-3327 FAX: 410-684-3724

O O




~ July 18, 1997
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AEROSOL MONITORING & ANALYSIS, INC.

THIS IS TO CERTIFY THAT
CHRISTINA M. VODAK

HAS MET THE ATTENDANCE REQUIREMENTS
AND SUCCESSFULLY COMPLETED
THE COURSE ENTITLED

8 HR EPA AHERA INSPECTOR MANAGEMENT PLANNER RECERTIFICATION
FOR ACCREDITATION UNDER TSCA TITLE II

July 18,1998
COURSE DATE EXPIRATION DATE
E. RUSH BARNETT £ /Z/\.)/()/%% 032456

COURSE DIRECTOR CERTIFICATE NO.

1331 Ashton Road o8 P.O. Box 646 Hanover, MD 21076 410-684-3327 FAX: 410-684-3724




AEROSOL MONITORING & ANALYSIS, INC.

THIS IS TO CERTIFY THAT
CHRISTINA M. VODAK

HAS MET THE ATTENDANCE REQUIREMENTS
AND SUCCESSFULLY COMPLETED
THE COURSE ENTITLED

8 HR EPA AHERA SUPERVISOR/COMPETENT PERSON RECERTIFICATION
g FOR ACCREDITATION UNDER TSCA TITLE I

July 17, 1997 , esnnia,, July 17, 1998

. ,o ‘ _s E_O 4 '0
COURSE DATE 7 ‘@' N EXPIRATION DATE
i 7 \ Y _
I '
E. RUSH BARNE]
E. RUSH BARNETT ’f A ZZ/ 245, < ..J’T‘ﬁg 791-2":-: 032356
i I T )
COURSE DIRECTOR f{[gff;’ - CERTIFICATE NO.

1331 Ashton Road ¢ P.O. Box 646 Hanover, MD 21076 410-684-3327 FAX: 410-684-3724

o o ~©




N CERTIFICATE NUMBE. 126691

' ' _CHRISTTNA VODAK

HAS MET THE ATTENDANCE REQUIREMENTS AND SUCCESSFULLY
‘COMPLETED THE EXAM IN THE ASBESTOS TRAINING COURSE ENTITLED

8-HR EPA AHERA INS?EC‘I’OR/MANAGEMENT PLANNER RECERTIFICATION

FOR ACCREDITATION UNDER TSCA TITLE II.

AEROSOL MONITORING & mms:s, INC. JULY 29, 1996
TRAINING PROVIDER ~ COURSE DATE(S)
1340 ASHTON ROAD JULY 29, 1997 ,JULY 29, 1996
STREET . - EXPIRATION DATE EXAMINATION DATE
HANOVER, MARYLAND 21076 21-02-02 IMP/R
CITY, STATE, 7Zip . o , COURSE APPROVAL NUMBER |
(410) 684-3327 Chaadlzn o N Volad— S
TELEPHONE NUMBER , . STUDBNT'S SIGNATURE , T ’;""ﬁ's-.b _!_"04-%‘
[ 4 ~.~‘ s
E. RUSH BARNETT | ,," I./ @ “ %
COURSE DIRECTOR (NAME AND SIGNATURE) : I \ UL .
4 w £ RUSELBARNLZTL o
| STATE OF MARYLAND A e o S
: ' "','ﬁ;\;«.,%r.-’;?- j5s AQ;,*‘
FOR MORE INFORMATION CALL MD DEPT. OF THE ENVIRONMENT (410) 631-3801 . B ORIGINAL STATE SEALiéEMu,fz i—"




CHRISTINA VODAK

HAS MET THE ATTENDANCE REQUIREMENTS AND SUCCESSFULLY
COMPLETED THE EXAM IN THE ASBESTOS TRAINING COURSE ENTITLED

EPA AHERA INSPECTOR/MANAGEMENT PLANNER

FOR ACCREDITATION UNDER TSCA TITLE Il

AEROSOL MONITORING & ANALYSIS, INC. AUGUST 14, 1995 - AUGUST 18, 1995 .
TRAINING PROVIDER COURSE DATE(S)

1340 ASHTON ROAD '

| _ .

STREET EXPIRATION S o400 — iR FokPo P

HANOVER, MARYLAND 21076

. a1=-02-02 IMP

CITY, STATE, ZIP COURSE APPROVAL NUMBER

~ (410) 684-3327 Lhnidtaing dak
TELEPHONE NUMBER STUDEN gNA URE
E. RUSH BARNETT | é; M/Q/ '

COURSE DIRECTOR (NAME AND SIGNATURE)

STATE OF MARYLAND

OR MORE INFORMATION CALL MD DEPT. OF THE ENVIRONMENT (410).631-3801 ORIGINAL STATE sm 3
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APPENDIX E

LABORATORY ACCREDITATION (NVLAP)
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United States Department of Commerce
National Institute of Standards and Technology

N4

* 1SOMEC GUIDE 256:1930
1SO 9002:1987

Q

Certificate of Accreditation K

AMA ANALYTICAL SERVICES, INC.
LANHAM, MD

is recognized under the National Voluntary Laboratory Accreditation Program for satisfactory compliance with
criteria established in Title 15, Part 285 Code of Federal Regulations. These criteria encompass the requirements
of ISONEC Guide 25 and the relevant fequirements of 1SO 9002 (ANSIIASQC Q92-1987) as suppliers of
calibration or test resulis. Accreditation is awarded for specific services, listed on the Scope of Accreditation for:

BULK ASBESTOS FIBER ANALYSIS

Eifective through -

for the Nativnal institute of Standards and Technok
. . .

June 30, 1999 t

BY

NVLAP Lab Code: 101143-0

NVLAP-01C (11-95) |
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I N\ THE AMERICAN INDUSTRIAL IIYGIENL ASSOCIATION

\ ” is proud to acknowledge thur

AMA Analytical Services, Inc.
' Lanham, MD
- Laboratory ID# 8863

has fulfilled the requir ements Jor the Euviraumenml Lead Laboratory Accreditation
P ogrant and has ea ned tllslmguu hed recognmon as an

AIHA ELLAP ACCRFDITED LABORATORY

Oclober 28 1996 llnoug,h Oclobcr 28 1999

In lhe followmg mnluccs. ,P;unt Soil Dusl

This program is recognized by the EPA as meeting the requirements of the
National Lead Laboratory Accreditation Program establivhed under Title X of the
Residential Lead-Based Paint Hazard Reduction Act of 1992.

8&‘5 Mmluh ' Mud&wx.,

Zack Mansdorf, P, ClIL, CSTF Lisa A. Conslantine, Cl1}
. President, American lndustrial Hlyglene Associntion  Chalr, Environmental Lesd laburntory
Accreditatiun Conmitiee

Dendd T Hot

Don Hart, Ph.D., CHL
Chulr, Analytical Accreditation Honrd

%M' A MJI'

SRS vf‘ e
w'f’f"fg:ﬁ%’\\ r H& '\!'ﬂ'!!“ j % \‘“ 2
-f;)\\\ﬂ\‘ S i

S i \\\u! ’m}) (\\\u ) ‘yy u\i

(3197

1317



N

o: 102881

T e e

NEW YORK STATE DEPARTMENT OF HEALTH

BARBARA A, DEBUONO, M.D., M.P.H. Commissioner

\ L5 ' Expires 12:01 AM April
ISSUED April 1, 1998
: REVISED June 26, 1998

CERTIFICATE OF APPROVAL FOR LABORATORY SERVICE

[ssued in acvordance with and pursuant to section 502 Public Health Law of New Yark State

No.: 19920 Director: MR. G.EDWARD CARNEY
Lab Name: AMA ANALYTTICAL SERVICES INC
Address : 4485 FORBES BLVD
LANHAM MD 20706
is hereby APFROVED as an Environmental Laboratory for the category
ENVIRONMENTAL ANALYSES/AIR AND EMISSIONS

All approved subcategories and/or analytes are listed below:

~>

+ of the New York State Department of Health. Valid only at the address shown.

7

conspicuousiy posted. Valid certificate has a red serial number.

(3/97)

l, 1999 :

Wadsworth Center

O



NEW YORK STATE DEPARTYWMENT OF HEALTH

D F BARRARA A. DEBUONO, M.D., M.P.H. Commlssioner

Explres 12:01 AM April 1,
ISSUED April 1, 1998
REVISED June 26, 1598

CERTIFICATE OF APPROVAL FOR LABORATORY SERVICE

Issued in accordance with and pursuant to section 302 Public Health Law of .Vew York State

b ID No.: 1@929 Director: MR. G.EDWARD CARNEY
Lab Name: AMA ANALYTICAL SERVICES INC
Address : 4485 FORBES BLVD
LANHAM MD 20706
Is hereby APPROVED as an Environmental Laborézory for the category
ENVIRONMENTAL ANALYSES/ POTABLE WATER

All approved subca tegbries and/or analytes are listed below:

wr Metals T D.¥, ¥(scellaneous :
‘otal Asrastas

al B

H,‘

/

I No.: 102830

Wadsworth Center

ty of the New York State Department of Health, Valid only at the address shown,

€ conspicuously posted. Valid certificate has a red serial number.

17 (387

1989



STATE OF MARYLAND
DEPARTMENT OF HEALTH AND MENTAL HYGIENE
LABORATORIES ADMINISTRATION

Certifies That

AMA ANALYTICAL SERVICES, INC.
4475 Yorbes Boulevard, Lanham, Maryland 20706

having duly inet the requirements of the
Regulations Governing Laboratory Certification

And Standards Of Performance {n Accordance With
The Armotated Code of Maryland,
is hereby approved as a
State Certified Water Quality Laboratory

To perform the analyses indicated on the Annual Certified Parameter List,

which must accompany this certificate.

Cenlification # 262

Dalelssued _______September 30, 1998

Expiration Dale ___September_30, 1999 Q W—L“Q 7L
(Not Transferable)

Dirbclor, l.aboratonUdmml Tation
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DEPARTMENT OF HEALTH AND MENTAL HYGIENE
- LABORATORIES ADMINISTRATION

This is to certify that the following personnel of the
AMA ANALYTICAL SERVICES, INC.

Ladborajory

4475 Forbes Boulevard, Lanham, Maryland 20706

Agdrass

have been approved 1o periorm the indicated procedures on . Drinking Water
in connection with interstate regulatians, and/or Maryland {aw. '
' Tests approved

Name-
Mr. G. Edward Carney - * Trace Metals
Laboratory Director & ‘
Laboratory Manager : Group 1 -- Lead
Copper

Mr. Yassin Jeilani

* Denotes Provisional Certification

?ertifficate expires Sept.30 7 1899 uniess soomer withdrawn.

ieation No: 262 ﬁ }:]2 4'

ssued: d_J »
September 30, 1538 [/ Director, Laboratories_A&miyétrauon

0155 694

POST IN-A CONSPICUOUS PLACE
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Gommonwealthy (()/'W}‘y[/u'a/
| @¢czx~//7ze(w {)/'er"/ze/'a/ Jerveces
Diviscorn 0/ Gonsoliduted ,fr)zé()/'(zt‘(){'//z Jervices
Certifies That

AMA ANALYTICAL SERVICES, INC.

Having Duly Met the Requirements of the
Regulations for the Certification of Laboratories Analyzing Drinking Water
Is hereby Approved as a

Certified Drinking Water Laboratory

To Perform the Analyses as indicated on the Annual Certified Parameter List
Which must accompany this to be valid.

00006 . July 1998 June 1999
Labm{atory ID Number . Effective ! Through )

e ~.
PR . .
/ ‘3
) -

Vir Laboratory Officer
Safe Drinking Water Program

This certification is subject to unannounced laboratory inspections.

Cancnicunusly display in the laboratory with the annual certified parameter list,
: *- f~- ~adification o analyze drinking water.
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‘Commonwealth of Virginia
Department of General Services
Division of Consolidated Laboratory Services

Annual Certified Parameter List
July 1, 1998 - June 30, 1998

AMA Analytical Services, Inc.
4485 Forbes Boulevard
Lanham, MD 20706

ID Number 00006

|norganic Chemical:

A Asbestos
Trace Metal 1: Lead, Copper

N~

L
James-L, Pearson, Dr. P.H., BCLD

Virginia Laboratory Officer
Safe Drinking Water Program

* Denotes Provisional Certification




eI T i S ARt e S ke

DEPARTMENT OF PROFESSIONAL AND OCCUPATIONAL REGULATION

SPTES G COMMONWEALTH OF VIRGINIA e
3600 West Broad Street, Richmond, VA 23230
E} -31-2000 l Telephane: 1 (804) 367-8500 ‘ 3333 000067

VIRGINIA ASBESTOS LICENSE TEM

ASBESTDS ANALYTICAL LABORATORY LICENSE PCM

)

PLM

AMA ANALYTICAL SERVICES INC
44775 FORBES BLVD

LANHAM, MD 20706 ,w’”

ALTERATION OF 710§ DOCUMEMT, USE AFTER REPAATION, OA USE BY PERSONS OR FAMS OTHER
VIVAR TIHOSE NAMLU MAT HESULY I CHINIMAL PIUSECUNION UIDLN THE COOE OF VIRGINA

i
(SEE HEVENSE SIDE FUI HAME ANDIUN ADDIESS CHIANGE)
1

COMMONWEALTH OF VIRGINIA
VIRGINIA ASBESTOS LICENSE

ASBESTOS ANALYTICAL LABORATORY

NUMBER: 3333 000087 EXPIRES; 01-31-2000

TEN PLM  PCM \ s
rb' ‘l!h

POCaLt Calwy

%/af:—

/J.uk E. Koutvas, Director

ik LACH 1L )
DEFAHTMENT OF PROFESSIONAL AND OCCUPATIONAL AEGUIALION
600 Wyst Browud Sireet Richmond, Yuglole 22230
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LICENSZ

CITY OF PHILADELPHTIA
DEPARTMENT OF LICENSES AND INSPECTIONS

LICENSE ISSUANCE UNIT
1401 JOHN F. KENNEDY BLVD.
PHILADELPHIA, PA 19102
MU6-2490

AMA ANALYTICAL SERVICES INC
4485 FQRBES BLV
LANHAM MD 20706-0000

3625 000013 ANALYTICAL TESTING LAB
AMA ANALYTICAL SERVICES INC
PCM, TEM, PLM

06/25/1998

DISPLAY PROMINENTLY
IF REQUIRED BY LAW

J

THIS LICENSE IS GRANTED TO THE PERSON AND LOCATION FOR THE PURPOSE STATED
ABOVE. IT IS SUBJECT TO IMMEDIATE CANCELLATION BY THIS DEPARTMENT FOR
VIOLATIONS OF CITY ORDINANCES AND REGULATIONS.

LICENSE LICENSE BUSINESS EXPIRES LAST -CURRENT DELINQ PENALTY
CODE NUMBER TAX DAY OF FEE DUE FEE DUE DUE
3625 000013 6224877 04/1999 g.00 - 0.0aq 0.00

PAID THIS AMOUNT: 300.00

ON DATE: 06/25/1998

LICENSE



SECTION 1.0
Miner Elementary School
Capital Improvement Project (CIP)
Video/Intercom System Installation
) March 7, 2000

CIP SCOPE OF WORK (SOW):

Boggs Environmental Consultants (BEC) conducted a walk through of the CIP SOW location with Robert Reid of ADT
- Security Services to determine potential asbestos-containing materials disturbance activity at Miner Elementary School,
601 15" Street, SE, Washmgton District of Columbia. The Video/Intercom System consists of video camera and audio
speaker installation at the primary building entrance with cable routing to an operator control station to be installed and
located at the main administrative office.

CIP SOW- ASBESTOS IMPACT SUMMARY':

BEC conducted - an inspection of the proposed work area for the presence of asbestos-containing materials. BEC has
determined no asbestos-containing materials and/or presumed asbestos-containing materials are present at the work area.

This report has been written by:

V=

Chad Harris, IH
US EPA AHERA Inspector/Pro_]ect Designer
Certification Number MD - 045857, Expires January 28, 2001

¢ The inspection was performed in accordance with 40 CFR Part 61, Subpart M, (NESHAP).

¢ BEC has based our determination in part upon review of “Preliminary Asbestos Inspection Report” (Engineering,
Science, and Technology, Incorporated, August, 1999), additional plaster and brown coat information (faxes from
Engineering, Science, and Technology, Incorporated, 17 November, 1999 and 23 December, 1999).




MINER ELEMENTARY SCHOOL

19 2’x4’ Ceiling tile w/pmﬁéles

Lobby, hallways, and main office
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Rooms shaded on the floor plan carry capacity. The legend
indicates whether rooms are classrooms, kindergartens,
pre-kindergartens or special education.

Building Capacity Review

APPROVED:
DATE: NOV. 1988

BUILDING SPACE FILE

0. C. Piblic Schools
Faalits Planning Branch
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301 West Patrick Street |
Frederick, Maryland 21701

3689 High Street BRI
Morgantown, West Virginia 26505

Project ID:

Project Reference:

NESHAP INSPECTION FORM

School Address: :

Office
Fax

Office
Fax

(301) 694-5687
(301) 694-9799

(304) 292-1095
(304) 292-2320

QO! (61+ S}, SE

.BEC
'Boggs Environmental Consultants
Inspector: Chad W. H-‘UT{S )
Certification#: OUS68S
Date: m
3/3y/co
School Name: /Vlmcr 515. VIA@IM’-
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Table&%)a‘maged and Significantly Damagedf’f&CBM

W,

@,

19-Apr-99
Building Homogeneous Material Description Room Room Units COMMENTS
Number Area Quantity

280 01 Boiler Insulation, WHITE, , BOILER 26 3 SF DAMAGE TO COVERING, EXPOSING
BLOCK INSULATION INSULATION

280 07 Floor Tile, GRAY, 9"X9"X, WITH 73 10 SF TILES ARE MISSING, MASTIC EXPOSED
WHITE AND BLACK STREAKS

280 07 Floor Tile, GRAY, 9"X9"X, WITH 42 1 SF VINYL TILE BROKEN/DAMAGED
WHITE AND BLACK STREAKS

280 07 Floor Tile, GRAY, 9"X9"X, WITH 90 15 SF SEVERAL TILES ARE MISSING AND BROKEN,
WHITE AND BLACK STREAKS PIECES OF BROKEN TILE PILED UNDER

WATER FOUNTAIN. MASTIC EXPOSED

280 07 Floor Tile, GRAY, 9"X9"X, WITH 55 4 SF VINYL TILES MISSING
WHITE AND BLACK STREAKS

280 a7 Floor Tile, GRAY, 9"X9"X, WITH 75 1 SF VINYL TILE MISSING
WHITE AND BLACK STREAKS

280 07 Floor Tile, GRAY, 9"X9"X, WITH 65 1 SF VINYL TILE MISSING
WHITE AND BLACK STREAKS

280 08 Tile Mastic, GRAY, 9" X9", MASTIC 42 1 SF VINYL TILE BROKEN/DAMAGED
UNDER HOMOGENOUS AREA 07 -

280 08 Tile Mastic, GRAY, 9" X9, MASTIC 90 15 SF SEVERAL TILES MISSING AND BROKEN,
UNDER HOMOGENOUS AREA 07 Y PIECES OF BROKEN TILE PILED UNDER

WATER FOUNTAIN, MASTIC EXPOSED.

280 08 Tile Mastic, GRAY, 9" X9", MASTIC 73 10 SF TILES ARE MISSING, MASTIC EXPOSED
UNDER HOMOGENOUS AREA 07 :

280 08 Tile Mastic, GRAY, 9" X9", MASTIC 55 4 SF VINYL TILE MISSING '

UNDER HOMOGENOUS AREA 07




Tableu. Damaged and Significantly Damagedi&CBM U Q

19-Apr-99
Building  Homogeneous Material Description Room - Room Units COMMENTS
Number . Area Quantity
280 43 Floor Tile, TAN, 9"X9", WITH 121 10 SF VINYL TILES ARE MISSING
BROWN STREAKS ’
280 43 Floor Tile, TAN, 9"X9", WITH 120 1 SF VINYL TILES ARE MISSING
BROWN STREAKS
280 43 Floor Tile, TAN, 9"X9", WITH 151 5 SF VINYL TILES ARE MISSING
BROWN STREAKS .
280 44 : Tile Mastic, , , MASTIC UNDER 156 3 SF VINYL TILES ARE MISSING
HOMOGENOUS AREA 43
280 44 Tile Mastic, , , MASTIC UNDER 121 10 SF VINYL TILES ARE MISSING
HOMOGENOUS AREA 43
280 . 44 Tile Mastic, , , MASTIC UNDER 120 1 SF VINYL TILES ARE MISSING
HOMOGENOUS AREA 43
280 44 Tile Mastic, , , MASTIC UNDER 151 5 SF VINYL TILES ARE MISSING
HOMOGENOUS AREA 43
280 .58 Breaching, WHITE, , ASSOCIATED 20 1 SF SOME SMALL RIPS IN COVERAGE, EXPOSING

WITH OLD BOILER INSULATION

v




SECTION 1.0
Miner Elementary School
Capital Improvement Project (CIP)
Fiber Optic & Data Station Cable Installation
April 6, 2000

CIP SCOPE OF WORK (SOW):

Boggs Environmental Consultants (BEC) reviewed the “Description/Specifications/Work Statement” (unknown author) to
determine Fiber Optic & Data Station Cable Installation SOW locations and identify potential asbestos-containing
materials disturbance activity at Miner Elementary School, 601 15" Street, NE, Washington, District of Columbia.

The SOW includes, but is not limited to, the installation of Fiber Optic and Data station control panels and associated
raceways for cable routing at the subject site. The SOW requires limited accessing of ceiling plenums, and/or wall
drilling to permit cable raceway routing. Additionally, the scope of work requires repair of all surfaces damaged during
installation operations.

CIP SOW- ASBESTOS IMPACT SUMMARY:

BEC conducted an inspection of the proposed work areas for the presence of asbestos-containing materials. BEC has determined that
asbestos-containing materials and/or presumed asbestos-containing materials are present at the work area. The asbestos-containing

- brown coat (HA-733) associated with the white wall plaster (HA-33) will be impacted by the SOW. Desired wall penetrations in
rooms 27,28,31,30,32,35,36,38,39,40,91,94,95,100,102,103,104 have been marked with yellow paint (most penetrations are above
ceiling tile). BEC notes Fiber Optic & Data Station Cable Installation Work has already been completed on the first and
second floors of the new edition of the elementary school prior to inspection. Areas where work has been completed are in the
following rooms: 52, 85, 72, 71, 75, 64, 76, 125, 110, 52, and 119. Refer to attached floor plans for room numbers as the SOW room
numbers differ. S

This report has been written by:

FRANT jﬂ"T]é/?lé’M

Erik D. Zimmers

US EPA AHERA Inspector

Certification Number 045712 Expires 28 January 2001

e The inspection was performed in accordance with 40 CFR Part 61, Subpart M, (NESHAP).
BEC has based our determination in part upon review of “Preliminary Asbestos Inspection Report” (Engineering,
Science, and Technology, Incorporated, August, 1999), additional plaster and brown coat information (faxes from
Engineering, Science, and Technology, Incorporated, 17 November, 1999 and 23 December, 1999).




MINER ELEMENTARY SCHOOL

Floor tile, pink, 127x12”, with

EA 09 specks 14 NAD INTACT
Floor tile, mastic associated

EA-10 with HA-09 14 NAD INTACT
Floor tile, white, 12”°x12”,

EA-13 with tan specks 11 NAD INTACT
Tile mastic, white associated

EA-14 with HA-13 11 NAD INTACT

EA-06 Plaster, white, ceiling plaster THROUGHOUT NAD INTACT
Brown coat associated with

EA-706 HA-06 THROUGHOUT NAD INTACT
Ceiling tile, white, 2°x4’, with 30, 11, 105, 203, 206, & 208

EA-19 pinholes Hallway 45, 90, & 104 NAD INTACT
Ceiling tile, white, 2°x4’, with

EA-20 fissures 30 &£ 11 NAD INTACT

EA-29 Wallboard, drywall 11 NAD INTACT

EA-33 Plaster, white, wall plaster 27, 28, 31, 32, 33, NAD INTACT

35, 36, 38, 39,40,91,94,95,100,102,103,104

Brown coat associated with

EA-733 HA-33 27, 28, 31, 32, 33, 7 INTACT

35, 36, 38, 39,40,91,94,95,100,102,103,104

FLOOR TILE, 9°x9”, tan with 119 '

EA-43 brown streaks HUB LOCATION PACM INTACT






